Customar, 177" o4 4 -
s 1277 9 AN0ES

INSPECTION CERTIFICATE
B E M B B

Cartificate Mo,
ENEES 13DA-007662 B (1/ 1)
Date

%78 28 FEB.. 2013

NIPPON YAKIN KOGYO CO.,LTD. Kawasaki Plant
4-2,X0J | MA-CHO, KAWASAK | KU, KAWASAK1-SHI,
KANAGAWA-KEN JAPAN 210-8558
NIPPON YAXIN

BEXAaIREKASN NINRER
JIT ISR h RET4-2 T210-8558

irnvoice No. (0200652
® &R 02/27-618003

Cantract No.
% £
Description STAINLESS STEEL Finish N0, 28
HEEH STRIP #rif .
Specification and Typs JIS Dimension and Surface Condition 000
ARBEEUAA  JIS 64305 (2010) SUS304 Tik - A0 - R
'g;ﬂ Size ™ Quantity MASS Heat No. Lot Ma. Heat Treatmant
B <tk i nx ERER ov rRE %1% ]
1 1.0 X 10308 X L 1 14764 kg 29056 41 SOLUTION HEAT TREATED
Chemical Composition {EFRS (%)
Item: Elements ¢ ]| E P s NI R co
No. i HH
mE: Max. 0.08 1.00 2.00 0.045 0.030 10.50 20,60
Nin, 8, 00 18, 00
1 Heat 0.04 0.54 0.91 0.034 0. 003 8.10 18.15 0.18
item! Specimen. Yield Temsile Elongstion ; Hardness
No. i g Strength Strength L 13 L 3
me Js ©2omn i 3WME L
LT ] N2 % 0
-« Max, 200
Hin. 205 520 40
1 Ko 128 289 662 58 160

We hereby certify that materisl described herein has been manufactured and tested in
acoordance with the spacification and that the material satisfies the requirements.
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